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Received Date
Jinge RD, Jinshan Industrial Zone, Shanghai, Z & H HE : 2016/6/08
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Quantity Te

Specification No. 3(E), Section 5.2

Ambient Temp. : 21 (%

sile Test
al was grig hachine and a pull force applied.

Seal classification

Specimen No
1 Indicative seal
Indicative seal
3 Indicative seal
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Note : (1 )This report is responsible for designated samples only.
(2) Reproduction of all or parts of this report without a written approval is strictly prohibited.
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